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Calcium Carbonate Masterbatch

Property
Testing

Methods
LL-103 LL-105 LD-113 PP-103

Calcium Carbonate
Content (%) -- 80~85 80~85 80~85 80~85

Average Particle
Size of Calcium
Carbonate(𝛍m)

Malvern 2.0 2.0 2.0 3.0

Melt Flow
190℃,2.16kg
(g/10min)

ASTM
D1238 <1 <1 <1 --

Melt Flow
230℃,2.16kg
(g/10min)

ASTM
D1238 -- -- -- <2

Density
(g/cm3)

ASTM
D1505 1.9~2.1 1.9~2.1 1.9~2.1 1.9~2.1

Moisture
(%)

ASTM
D644 <0.25 <0.25 <0.25 <0.25

Carrier -- PE PE PE PP

Application -- Trash bags, Cleaning bags Woven bags,
packaging bags

(The above data is provided as an average reference for testing purposes)
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